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1
MIXING BLADE FOR BLENDING
APPARATUS AND METHODS

TECHNICAL FIELD

This invention relates to blending devices, and more par-
ticularly to blending blades for use in blending devices
capable of high-volume, rapid-succession production of
blended beverages.

BACKGROUND

Food processors and blending devices have existed for
many years. One example of a blending device is shown and
described in U.S. Pat. Nos. 5,655,834 and 6,979,117, which
are incorporated herein in their entirety by this reference.

Food processors and blending machines are being used
now more than ever, particularly in the high-volume, com-
mercial beverage industry. People are increasingly becoming
aware of the benefits, in terms of taste and quality, of well-
processed beverages. Blended fruit smoothies and similar
fruit drinks, popular with all types of people ranging from the
fitness conscious to the less active, require a food processor or
blending machine. Cold beverages, in particular, which uti-
lize fruit (frozen or fresh) and ice to prepare present unique
challenges in beverage preparation. An appropriate blending
machine will break down the ice, frozen fruit, and other
ingredients in attempting to achieve an ideal uniform drink
consistency. In addition, food processors or blending
machines are ideal for mixing nutritional supplements into
beverages while similarly attempting to achieve an ideal uni-
form drink consistency.

In addition to the recent increase in the popularity of
smoothies, food processors and blending machines are being
used to produce many new and different beverages. For
example, different types of coffees, shakes, dairy drinks, and
the like are now commonly served at many different types of
retail business locations. Consumers are demanding more
diversity and variety in the beverages available at these
smoothie and other retail stores. The keys to producing a high
quality beverage, irrespective of the specific type of beverage,
are quality ingredients and a high quality blending machine
that will quickly and efficiently blend the ingredients to pro-
duce a drink with uniform consistency.

All blending machines include some type of rotatable
blending blade. The blending blade typically moves at rela-
tively high rotational speeds to blend the ingredients. Blend-
ing blades typically include a sharpened leading edge that
penetrates and cuts the ingredients as the blade rotates. Main-
taining sharpness of the leading edge of the blending blade
over extended use of the blending machine is often one design
objective for blending blades. Increased sharpness of the
blending blade usually minimizes the amount of power
required to operate the blending machine to blend ingredi-
ents.

The blending blade may also have a unique bent shape that
improves mixing of the ingredients. The bent shape may
change over extended use of the blending machine or in
response to blending certain ingredients such as ice or other
hard materials.

Blending machines may benefit from improvements in
blending blades.

SUMMARY

One aspect of the present disclosure relates to a blending
blade that includes a body portion, a first blade wing, and a
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second blade wing. The body portion has an upper surface and
a lower surface, a body thickness defined between the upper
and lower surfaces, a first body leading edge, a second body
leading edge, and an aperture defining an axis of rotation for
the blending blade. The first blade wing extends from the
upper surface of the body portion and has a first blade thick-
ness and a first wing leading edge. The second blade wing
extends from the upper surface of the body portion and has a
second blade thickness and a second wing leading edge. Each
of the first and second wing leading edges and the first and
second body leading edges have a thickness of at least 0.005
inches.

The thickness of the wing leading edge may be no greater
than the first blade thickness or the second blade thickness,
and the thickness of the body leading edge may be no greater
than the body thickness. A thickness of the first or second
wing leading edge may be at least 5% of the first blade
thickness or the second blade thickness, respectively. A thick-
ness of the body leading edge may be at least 5% of the body
thickness. The body leading edge may be arranged perpen-
dicular to the lower surface of the body portion. At least one
of the body portion and first and second blade wings may
include a bevel that terminates at the body leading edge and
the first and second wing leading edges, respectively.

The bevel may be continuous from the body leading edge
to at least one of the first and second wing leading edges. The
bevel may be defined using a cold forging process. At least
one of the body leading edge and the first and second wing
leading edges may have an increased hardness relative to
other portions of the blending blade. The body portion may
include a variable hardness across a thickness of the body
portion. At least one of the first and second blade wings may
include a variable hardness across a thicknesses of the first
and second blade wings.

Another aspect of the present disclosure relates to ablender
apparatus that includes a stationary base, a housing mounted
to the stationary base, a motor mounted within the housing,
and a mixing container having a blade. The blade is config-
ured to blend contents held within the mixing container. The
mixing container is removably securable to the housing for
operable connection of the blade to the motor. The blade
includes a body portion, first and second blade wings, and a
leading edge. The body portion has an upper surface, a lower
surface, and a body thickness. The first and second blade
wings extend from the body portion. The leading edge is
defined at least in part by at least one of the body portion and
the first and second wing portions. The leading edge has a
thickness that is at least 5% of the body thickness.

The leading edge of the blade may have a thickness of at
least 0.005 inches. The blade may include a bevel terminating
at the leading edge. A portion of the leading edge defined by
the body portion may be oriented at a perpendicular angle
relative to at least one of the top and bottom surfaces. The
blade may have a variable hardness through the body thick-
ness.

A further aspect of the present disclosure relates to a
method of forming a blade for use in a blending apparatus.
The method includes providing an elongate planar piece of
metal material having top and bottom surfaces, a leading
edge, and a thickness measured between the top and bottom
surfaces. The method further includes forging the piece of
metal material to defined a beveled surface that terminates at
the leading edge.

The method may also include bending the piece of metal
material to form first and second wings at opposing ends of
the piece of metal material. The method may include remov-
ing excess metal material from the leading edge after forging.
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The method may include forming a pass-through aperture at
a midpoint along a length of the piece of metal material,
wherein the pass-through aperture defines an axis of rotation.
The method may include forming a thickness of the leading
edge to be at least 5% of the thickness of the piece of metal
material. The method may include forming a thickness of the
leading edge to be at least 0.005 inches. The step of forging
may include forming the beveled surfaces along opposing
side edges of the piece of metal material.

The foregoing and other features, utilities and advantages
of the invention will become apparent from the following
detailed description of the invention with reference to the
accompanying drawings.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a perspective view of an example blending blade
in accordance with the present disclosure.

FIG. 2 is a top view of the blending blade of FIG. 1.

FIG. 3 is a side view of the blending blade of FIG. 1.

FIG. 4 is an end view of the blending blade of FIG. 1.

FIG. 5 is a side view of the blending blade of FIG. 1 in a
partially bent state.

FIG. 6 is a bottom view of the blending blade of FIG. 5.

FIG. 7 is a top view of the blending blade of FIG. 1 in an
unbent state.

FIG. 8 is a side view of the blending blade of FIG. 7.

FIG. 9 is an end view of the blending blade of FIG. 7.

FIG. 10 is a detailed view of a portion of a leading edge of
the blending blade shown in FIG. 9.

FIG. 11 is a perspective view of another example blending
blade in accordance with the present disclosure.

FIG. 12 is a top view of the blending blade of FIG. 11.

FIG. 13 is a side view of the blending blade of FIG. 11.

FIG. 14 is an end view of the blending blade of FIG. 11.

FIG. 15 is a side view of the blending blade of FIG. 11 in a
partially bent state.

FIG. 16 is a bottom view of the blending blade of FIG. 15.

FIG. 17 is a bottom view of the blending blade of FIG. 11
in an unbent state.

FIG. 18 is a side view of the blending blade of FIG. 17.

FIG. 19 is a cross-sectional view of the blending blade of
FIG. 17 taken along cross-section indicators 19-19.

FIG. 20 is a cross-sectional view of an example blending
blade showing a hardness profile.

FIG. 21 is a flowchart illustrating steps of an example
method of making a blending blade in accordance with the
present disclosure.

FIG. 22 is a side view of an example blending apparatus
that includes the blending blade of FIG. 1.

DETAILED DESCRIPTION

The present disclosure relates to a blending apparatus 1
which, in one embodiment, the blending apparatus 1 is a
stand-alone, portable blending device (see FIG. 22).

The blending device 1 comprises a stationary base 2, a
motor housing or cover 3 and switches that cause the blender
to operate. The blending device 1 further comprises a mixing
container or jar 5 in which a mixing blade 10 is rotatably
mounted. The blending device also comprises a lid 6 that
covers the open end of the jar 5 during operation.

The housing or cover 3 comprises a shell-like cover struc-
ture that serves to hold and protect a motor 4 that drives the
blending blade 10. Any suitable motor known to those skilled
in the art may be utilized without departing from the spiritand
scope of the present disclosure. The housing 3 may include a

20

30

35

40

45

50

55

4

plurality of features that assist in connecting the motor 4 to the
mixing blade 10. The housing 3 may be structured to allow an
appropriate amount of air circulation underneath the blending
apparatus 1 and about the motor 4.

The blade 10 is operably connected to the motor 4. Opera-
tion of the motor 4 rotates the blade 10 at variable speeds
within the jar 5. The blade 10 may includes blade tips or
winglets (referred to herein as first and second wing portions
14, 16) that extend upwardly substantially parallel to the walls
of the jar 5. Typically, the overall length of the blade 10 is
approximately between the range of about 2 inches to about 6
inches, and more preferably in the range of about 3 inches to
about 4 inches. The blade 10 extends outwardly from its
attached pivot location in a perpendicular manner.

One aspect of the present disclosure relates to the use of
hardening processes such as forging or coining to harden
portions of the blending blade (e.g., outer surfaces and the
leading edge of the blending blade). Physical properties of the
blade may be altered to increase hardness using a forging
process that includes application of significant compression
forces to portions of the blending blade. Providing a compres-
sion hardened leading surface of the blending blade may
result in improved speed in breaking down the blended ingre-
dients, and reduced wear and deformation of the blending
blade during extended use such as during heavy commercial
use, and more consistent product blending results.

Another aspect of the present disclosure relates to a hard-
ness gradient through a thickness of the blending blade result-
ing from compression forging or coining of the blade. A
forged or coined blade may exhibit a range of hardness start-
ing from an outer shell of the blade moving toward a central
core of the blade. In one example, the leading edge, beveled
surface and remaining outer shell surfaces (also referred to as
an exterior skin, exterior shell, or outer peripheral surface of
the blade) have an hardness that gradually decreases towards
a core of the blade. This gradient of hardness through the
thickness of the blade may resultin a casing or shell with high
hardness and stiffness properties that gradually change to a
more ductile center or core of the blade. Providing a less hard,
more ductile core in the blade permits the blade to bend and
flex, resulting in less fatigue cracking. FIG. 20 illustrates
schematically an example hardness profile for blade 10.

The blending blade may be considered “fully forged” or
“partially forged” depending on the extent to which the blend-
ing blade, or portions of the blending blade, are hardened in
the forging process. For example, applying a compression
force to only a bevel and leading edge of the blending blade
may be considered partially forging the blending blade,
whereas applying compression forces to substantially all
exterior surfaces of the blending blade may be considered
fully forging the blending blade.

Another aspect of the present disclosure relates to main-
taining bent shapes of the blending blade. When using forging
processes to increase hardening of certain features of the
blending blade as described above, bent shapes formed into
the forged blending blade may be maintained for longer peri-
ods of time and under more demanding uses (i.e., higher
centrifugal forces and/or the blending of harder ingredients).
Thehardened casing or shell around the peripheral surfaces of
the blending blade tends to provide a tube stiffener property in
the blade that limits stretching or flexing of the bent features
of'the blade. A forged blending blade may be able to maintain
its bent or other shaped construction and more reliably pro-
vide its intended function.

A further aspect of the present disclosure relates to features
of'the leading edge of the blending blade such as, for example,
the extent to which the blade is sharpened at the leading edge.
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Another aspect of the leading edge relates to where the lead-
ing edge of the blade is sharpened or otherwise reduced in
thickness relative to the remaining portions of the blending
blade.

Due to the rotational nature of blending blades, the linear
velocity of a point on the blade increases at distances further
from the drive shaft that rotates the blending blade. The
blended product, such as the ingredients of a blended drink, is
hit at a much higher velocity at the wingtips of the blade as
compared to locations on the blade near the drive shaft. In one
example, the blending blade rotates at about 30,000 rpm,
resulting in a tip speed at the wingtips of the blending blade of
between about 250 and 350 mph. At these relatively high
speeds, blending of the drink ingredients may occur by
exploding or fracturing the product into multiple smaller
pieces rather than slicing or cutting off portions of the prod-
uct. Providing a relatively blunt surface along the leading
edge of at least portions of the blending blade increases the
exploding and/or crushing of the product and reduces the
cutting and/or slicing of the product, which may reduce the
amount of time needed to break down the product into the
desired blended drink.

A blending blade with a relatively blunt leading surface
may provide a greater surface area for contacting the product
at a more oblique angle as compared to a sharpened leading
surfaces. Sharpened leading surfaces usually provide a glanc-
ing, less direct application of force to the product. Due at least
in part to this more aggressive fracturing aspect of a relatively
blunt blending blade design, the product may be more thor-
oughly blended in a shorter amount of time. Such blunt lead-
ing edge features of a blending blade may be incorporated
into a blending blade having the forge hardened features
described above.

Referring now to FIGS. 1-10, an example blending blade
10 is shown and described. The blending blade 10 includes a
body portion 12 and first and second wing portions 14, 16.
The blending blade 10 may include at least some of the
hardened features described above, such as increased hard-
ness along the leading edge and around a periphery or shell of
the blending blade using a forging or coining process. Fur-
ther, the blending blade 10 may include a relatively blunt
leading edge surface that increases transfer of impact force to
the product being blended thereby reducing the amount of
time needed to blend the product. The blending blade 10 may
also includes a plurality of bend features that are formed in the
blending blade 10 after forging portions of the blending blade
10, thereby providing improved retention of the bend features
in the blending blade 10 and improved blending.

The body portion 12 of the blending blade 10 may include
anupper surface 20, a lower surface 22, first and second body
leading edges 30, 32, and first and second body trailing edges
34, 36. The body portion 12 may further include first and
second bevel portions 31, 33 that transition to the first and
second body leading edges 30, 32, respectively. An aperture
28 may be formed centrally along the length of the body
portion 12. A drive shaft of the blending apparatus (i.e.,
blending apparatus 1 shown in FIG. 22) may extend through
the aperture 28 and be used to rotate the blending blade 10.

The first and second bevel portions 31, 33 may be posi-
tioned along the lower surface 22. The first and second body
leading edges 30, 32 may be arranged at angles o, o, (see
FIG. 2) relative to other features of the body portion 12 such
as, for example, the first and second body trailing edges 34,
36, respectively.

The body portion 12 may have a body thickness T (see
FIG. 9) and a body leading edge thickness Ty, (see FIG. 10).
The first and second bevel portions 31, 33 may have an angle
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Y1, ¥, relative to the upper and lower surfaces 20, 22 (see F1G.
10). The angle vy,, v, may be in the range of, for example,
about 10 degrees to about 80 degrees, and more preferably in
the range of about 15 degrees to about 30 degrees. The first
and second bevel portions 31, 33 may be, for example, planer,
concave, convex or have multiple angles.

The body portion 12 may have first and second end por-
tions 24, 26 that are bent upward relative to a central portion
21 (see FIGS. 1 and 4). The first and second end portions 24,
26 may be bent along first and second bend lines 25, 27 (see
FIG. 2). The first and second end portions 24, 26 may be bent
upward relative to the central portion 21 at an angle §,, 3, (see
FIG. 3). The angle ,, p, may be in the range of about 5
degrees to about 30 degrees, and more preferably in the range
of'about 10 degrees to about 15 degrees.

The first and second wing portions 14, 16 may each com-
prise a distal end 40, an attachment end 42 connected to the
body portion 12, inward and outward facing surfaces 44, 46,
a wing leading edge 48, and a wing trailing edge 50. A bevel
portion 52 may be defined along the outward facing surface
46. The bevel portion 52 may be continuous with the first and
second bevel portions 31, 33 of the body portion 12. The wing
leading edge 48 may be continuous with the first and second
body leading edges 30, 32. The wing trailing edge 50 may be
continuous with the first and second body trailing edges 34,
36.

The first and second wing portions 14, 16 may have a wing
thickness T, (see FIG. 3) and a wing leading edge thickness
Ty (see FIG. 10). The bevel portion 52 may be arranged at a
bevel angle y,, v, (see FIG. 10). The bevel angle y,, v, may be
in the range of about 10 degrees to about 80 degrees, and more
preferably in the range of about 15 degrees to about 30
degrees. The bevel angles v,, v, may be the same. In some
arrangements, the bevel angles v,, vy, may change along a
length of the body portion 12 and first and second wing
portions 14, 16.

The first and second wing portions 14, 16 may be arranged
at a bend angle A (see FIG. 5) relative to the upper or lower
surface 20, 22 of the central portion 21 prior to adding addi-
tional bending (e.g., bend angle 3,) to the body portion 12
along bend lines 25, 27. The bend angle A is typically in the
range of about 45 degrees to about 90 degrees, and more
preferably about 60 degrees to about 85 degrees.

The first and second wing portions 14, 16 may also have a
length [, extending from the first and second end portions 24,
26. The length I, may be in the range of about 0.2 inches to
about 1 inch, and more preferably in the range of about 0.4
inches to about 0.6 inches. The length [, may vary depending
on a number of factors including, for example, a length L, of
the body portion 12 (see FIG. 3). Typically, the longer the
length L,, the greater the possible range of lengths L., for the
first and second wing portions 14, 16. Typically, the size,
shape and bend angle A of each of the first and second wing
portions 14, 16 is substantially equal. Such symmetry may be
helpful in maintaining balance during rotation of the blending
blade 10.

Referring to FIGS. 5 and 6, the first and second wing
portions 14, 16 may be bent relative to the body portion 12 in
a step prior to forming the bend angle §,, , at the bend lines
25, 27. In other arrangements, the bends in body portion 12 at
bend lines 25, 27 are formed prior to forming the wing por-
tions 14, 16.

Referring to FIGS. 7-9, the first and second bevel portions
31, 33 may be formed in the blending blade 10 prior to any
bending (e.g., bending to form the first and second wing
portions 14, 16 into the angled orientation shown in FIGS.
1-6). A forging or coining process may be used to create the
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first and second bevel portions 31, 33 and the bevel portion 52
prior to forming any bend features in the blending blade 10.
Application of high compression forces to the blending blade
10 may, in addition to forming the bevel features 31, 33, 52,
induce hardening of portions of the blending blade 10. In at
least some arrangements, forging the blending blade 10 may
create increased hardening along at least the first and second
body leading edges 30, 32 and the wing leading edge 48 of the
first and second wing portions 14, 16. The forging process
may result in a gradient hardness through a thickness of the
blending blade 10 (e.g., see example hardness gradient profile
in FIG. 20).

The darker shading shown in the cross-section of blending
blade 10 in FIG. 20 relates to greater hardness. FIG. 20 shows
the greatest hardness along the leading edge (i.e., leading
edges 30, 32, 48) and the bevel surface (i.e., bevel surfaces 31,
33, 52). A hardened shell may be provided around an entire
periphery or shell of the blending blade 10 such as, along
surfaces 22, 46, surfaces 20, 44, and trailing surfaces 34, 36,
50.

A reduced hardness core 29 may be spaced from the
peripheral surfaces or shell of the blending blade 10. The
reduced hardness of the core 29 may provide increased duc-
tility for the blending blade 10. A core 29 with increased
ductility may have reduced incidence of fracture and an
increase in the useful life of the blending blade 10. The
increased hardness of the blending blade 10 along the leading
edge, bevel, and peripheral surfaces or shell of the blending
blade 10 for any of the body portion 12 and wing portions 14,
16 may provide increased transfer of forces to the product
being blended, by providing increased breakup of the product
and thereby a reduced amount of time to blend the product.

Other hardness profiles are possible for the blending blade
10 in addition to the schematic representations shown in FIG.
20. A greater thickness of hardened shell may be provided in
other arrangements. In some arrangements, the increased
hardness may be provided along limited portions of the
periphery of the blending blade cross-section such as along
primarily the leading edge and bevel features. In some
arrangements, forming the bevel feature in the blending blade
10 includes applying a compression force to only a portion of
the blending blade such as along what ultimately becomes the
bevel feature (i.e., bevel feature 31, 33, 52). In some pro-
cesses, application of the high compression force to any por-
tion of the blending blade 10 results in a hardened shell
around the periphery of the cross-section of the blending
blade 10 as shown in FIG. 20 without application of a direct
force to all periphery surfaces of the blending blade 10.

Referring now to FIGS. 11-19, another example blending
blade 100 is shown and described. The blending blade 100
includes a body portion 112, a first wing portion 114, and a
second wing portion 116. Blending blade 100 includes first
and second bevel portions 131, 133 that are positioned along
the body portion 112. The first and second wing portions 114,
116 do not include bevel features in this embodiment, but may
include bevel portions or a reduced thickness portion along
the leading edges 148. The first and second wing portions
114, 116 may have a wing leading edge thickness T, that is
substantially the same as the wing thickness T, (see FIG. 18).

The body portion 112 may include upper and lower sur-
faces 120, 122, first and second body leading edges 130, 132,
first and second body trailing edges 134, 136, and first and
second bevel portions 131, 133. An aperture 128 is formed in
acentral portion 121 (see FIG. 11) and may be used to connect
the blending blade 100 to a drive shaft. The first and second
wing portions 114, 116 extend from first and second end
portions 124, 126, respectively. The first and second bevel
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portions 131, 133 may overlap or extend onto the central
portion 121 and the first and second end portions 124, 126. In
at least one example, the first and second end portions 124,
126 are defined at first and second bend lines 125, 127. The
first and second bend lines 125, 127 may intersect with the
first and second bevel portions 131, 133.

The bevel portions 131, 133 may have a reduced thickness
along a length ;. First and second end portions 124,126 may
extend at an angle f3,, , (see FIG. 13) relative to the central
portion 121. The first and second bevel portions 131,133 may
be arranged at an angle y,, v, (see FIG. 19) relative to at least
one of the upper or lower surfaces 120, 122. The body portion
112 may have a body thickness T (see FIG. 19) and a body
leading edge thickness Ty, (see FIG. 19). The body portion
112 may have a length L, (see FIG. 15).

The first and second wing portions 114, 116 may each
include a distal end 140, an attachment end 142 connected to
the first and second end portions 124, 126, inward and out-
ward facing surfaces 144, 146, and wing leading and trailing
edges 148, 150. The wing leading edges 148 may extend
continuously with the first and second body leading edges
130, 132. The wing trailing edges 150 may extend continu-
ously with the body trailing edges 134, 136. The first and
second wing portions 114, 116 may extend at an angle 2
relative to the upper or lower surface 120, 122 of the central
portion 121 of the body portion 112 (see FIG. 15). The first
and second wing portions 114, 116 may have alength L, (see
FIG. 15).

Thelengths L,, L,, angles 3, B, V1, V2, A may have similar
ranges of size as described above relative to blending blade
10. In at least some arrangements, the first and second bevel
portions 131, 133 may extend at least in part onto at least one
of'the first and second wing portions 114, 116. In still further
arrangements, a separate bevel portion may be provided on at
least one of the first and second wing portions 114, 116,
wherein the wing bevel portions are separate and distinct
bevel features from the first and second bevel portions 131,
133. In still further arrangements, a bevel portion may be
provided on the first and second wing portions 114, 116, and
the first and second bevel portions 131, 133 are eliminated
from the body portion 112. Many different sizes, shapes,
arrangements, and constructions are possible for any bevel
features on the blending blade 100.

Any one of the leading surfaces 130, 132, 148 may have a
thickness relative to a thickness of the remaining portions of
the body portion 112 or wing portions 114, 116. Typically, the
leading edge thickness T;, T, for the blending blades dis-
closed herein is at least 0.005 inches. In other arrangements,
the thicknesses Tz, and T, are at least 0.01 inches, and in
other arrangements at least 0.05 inches.

The thicknesses Tg;, Tj; may be defined as a percentage
of'the thickness of the body or wing portions T, Ty, respec-
tively. In at least one arrangement, the percentage is in the
range of about 1% to about 100%, and preferably about 5% to
about 100%. The percentage thickness of the leading edge
relative to the body thickness and wing thickness may have a
minimum thickness in the range of about 1% to about 50%,
and more preferably about 5% to about 40% of a maximum
thickness of the body and wing portions T, T Thus, one
aspect of the present disclosure is to intentionally maintain a
minimum thickness at the leading edge of at least one of the
body portions and first and second wing portions rather than
providing sharpening of those leading edges wherein the
thickness is intentionally reduced to a smallest dimension
(i.e., thickness) possible.

The leading edge of the blending blade may be referenced
as a leading face or leading surface of the blending blade. The
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leading surface may be arranged in a plane that is generally
perpendicular to a plane of at least one of the top surface,
bottom surface, or bevel surface of the body portion of the
blending blade, or at least one of the inward surface, outward
surface, or bevel surface of the wing portions of the blending
blade. In some arrangements, the leading surface is arranged
at a non-perpendicular angle, such as an angle in the range of
about 60 degrees to about 89 degree relative to adjacent
surfaces of the body or wing portions of the blending blade.

The process of forging a blending blade may include appli-
cation of a compression force to at least one surface of the
blending blade. In one example, the applied compression
force is in the range of about 50 tons to about 200 tons of
compression force, and more preferably in the range of about
100 to about 150 tons of compression force. The force may be
applied in one application to the blending blade. In other
arrangements, multiple or a series of applications of compres-
sion forces may be applied in separate forging steps.

Application of the compression force may displace mate-
rial from a portion of the blending blade. In one example, the
device that applies the compression force may be arranged at
an angle representing the intended bevel angle for a bevel
surface of the blending blade. Application of the compression
force in the forging process may displace material from the
blending blade, such as along the leading edge of the blending
blade in a first forging step. In a follow-up forging step,
another compression force is applied along the leading edge
that shears off the displaced material to at least in part define
the leading edge of the blending blade. In other arrangements,
the displaced material may be removed by grinding, polish-
ing, stamping, cutting, or other processing steps.

In at least some examples, forging the blending blade may
increase toughness or hardness of certain portions of the
blending blade by as much as an order of magnitude or greater
toughness or hardness. Some portions around the periphery or
shell of the cross-section of the blending blade may have a
increased toughness or hardness as compared to other loca-
tions around the periphery as a result of the forging process, as
described above with reference to FI1G. 20.

Referring now to FIG. 21, an example method of forming
or manufacturing a blending blade 200 is described. In a first
operational step 202, an elongate stainless steel blending
blade blank is loaded into a press. In a second operational
step, a compression force is applied to at least a portion of the
blending blade blank (i.e., a leading edge of the blending
blade) to harden a portion of the blending blade. In a further
operational step 206, excess material is removed from the
blending blade, such as along a leading surface of the blend-
ing blade. In an additional operational step 208, opposing
ends of the blending blade are bent to define first and second
wing portions of the blending blade.

Additional or fewer steps are possible in the method 200
described above. For example, some blending blades may not
require wing portions, which may eliminate the need for step
208. In another example, an additional step of applying an
additional compression force to harden the same or an addi-
tional portion of the blending blade may be added.

The preferred materials for the blending blades described
herein may include, for example, various grades of stainless
steel or various grades of carbon steel, such as a carbon steel
coated with a corrosion-resistant coating. A 300 series stain-
less steel may provide desired characteristics of hardness,
ductility, and corrosion resistance.

While this invention has been described with reference to
certain specific embodiments and examples, it will be recog-
nized by those skilled in the art that many variations are
possible without departing from the scope and spirit of this
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invention. The invention, as described by the claims, is
intended to cover all changes and modifications of the inven-
tion which do not depart from the spirit of the invention. The
words “including” and “having,” as used in the specification,
including the claims, shall have the same meaning as the word
“comprising.”

We claim:

1. A blending blade, comprising:

abody portion having an upper surface and a lower surface,
a body thickness defined between the upper and lower
surfaces, an aperture for defining an axis of rotation for
the blending blade, a first end portion extending from the
body portion, the first end portion having a first body
leading edge and a first body trailing edge, and a second
end portion extending from the body portion, the second
end portion having a second body leading edge and a
second body trailing edge, wherein the first and second
body leading edges are each partially arranged at angles
relative to the first and second body trailing edges,
respectively, and are each partially arranged parallel to
the first and second body trailing edges, respectively;

a first blade wing extending from the upper surface of the
body portion, the first blade wing having a first blade
thickness and a first wing leading edge, the first body
leading edge terminating at the first blade wing;

a second blade wing extending from the upper surface of
the body portion, the second blade wing having a second
blade thickness and a second wing leading edge, the
second body leading edge terminating at the second
blade wing;

wherein each of the first and second wing leading edges
and the first and second body leading edges having a
thickness of at least 0.005 inches;

wherein the first and second blade wings are configured to
extend upward from the body portion at an angle
between about 60 degrees to about 85 degrees relative to
a bottom surface of the body portion at a location adja-
cent to the aperture.

2. The blending blade of claim 1, wherein the thickness of
the wing leading edge is no greater than the first blade thick-
ness or the second blade thickness, and the thickness of the
body leading edge is no greater than the body thickness.

3. The blending blade of claim 1, wherein a thickness of the
first or second wing leading edge is at least 5% of the first
blade thickness or the second blade thickness, respectively.

4. The blending blade of claim 1, wherein a thickness of the
body leading edge is at least 5% of the body thickness.

5. The blending blade of claim 1, wherein the body leading
edge is arranged perpendicular to the lower surface of the
body portion.

6. The blending blade of claim 1, wherein at least one ofthe
body portion and first and second blade wings includes a
bevel that terminates at the body leading edge and the first and
second wing leading edges, respectively.

7. The blending blade of claim 6, wherein the bevel is
continuous from the body leading edge to at least one of the
first and second wing leading edges.

8. The blending blade of claim 6, wherein the bevel com-
prises a forge hardened surface.

9. The blending blade of claim 1, wherein at least one of the
body leading edge and the first and second wing leading edges
has an increased hardness relative to other portions of the
blending blade.

10. The blending blade of claim 1, wherein the body por-
tion comprises a body variable hardness across a thickness
thereof.
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11. The blending blade of claim 1, wherein at least one of
the first and second blade wings comprises a wing variable
hardness across a thicknesses thereof.

12. The blending blade of claim 1, wherein the leading
edge defines a blunt surface configured to crush ingredients of 5
a blended drink.
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